
Coating  141317

HRs,p(45°,1030-1040nm)>99.9%
/GDD-Rs,p(45°,1030-1040nm)/ < 20fs²

fig. 1 reflection Rs and Rp at 45° 

fig. 2 calculated GDD-Rs,p(45°)

side  1 ( 1 ) non binding principle curve


