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OPTICAL COATINGS -OPTICS

Coating 132307

HRsp(40-50°,1030+30nm)>99.9%

Pol.: p/s-pol., Angle of Incidence: 40°
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Pol.: p/s-pol., Angle of Incidence: 50°
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page 1(2) non binding principle curve
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OPTICAL COATINGS -OPTICS

Coating 132307

nicht spezifizierter Winkelbereich!

(Kantenlage kann sich durch Produktionsschwankungen £15nm verschieben)

Pol.: p/s-pol., Angle of Incidence: 35°
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Pol.: p/s-pol., Angle of Incidence: 55°

100 T——=

99.9 BN N

- \ ‘\
\
99.8 i

99.7 \ -|
|

99.6 |

R [%] \

99-5 " " S
ll_ll p-F OI \

99.4

99.2

99.1

i
|
'
\
1
1
|
+
'
|
|
!
1
|
|
\
|
|
\
I
1
|
|

99.3 \
|
|
|

99.0
960 980 1000 1020 1040 1060 1080 1100 1120 1140 1160

Wavelength [nm)]

page 2(2) non binding principle curve



